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1. LISTS

No. Part Name Report No.

1 Yellow plastic shell LCS171212030AR

2 Black ink LCS171212039AR

3 Silvery metal(USB) LCS171212070AR

4 Silvery metal needle(USB) LCS171212071AR

5 Black plastic(USB) LCS171212058AR

6 Black plastic case(C1) LCS171212037AR

7 Silvery metal case(C1) LCS171212067AR

8 Black plastic(C1) LCS171212039AR

9 Electriolsis paper(C1) LCS171212038AR

10 Silvery metal needle(C1) LCS171212068AR

11 Gray inductance LCS171212023AR

12 IC LCS171212123AR

13 Triode LCS171212026AR

14 Diode LCS171212025AR

15 Chips of resistance LCS171212028AR

16 Chips of capacitance LCS171212027AR

17 PCB LCS171212050AR

18 Solder on PCB LCS171212063AR
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2. TEST DATA SUMMARY

Test items Lead (Pb) Cadmium
(Cd)

Mercury
(Hg)

Hexavalent
Chromium
Cr(VI)

PBBs PBDEs

Unit ppm ppm ppm ppm ppm ppm

1 N.D. N.D. N.D. N.D. N.D. N.D.

2 N.D. N.D. N.D. N.D. N.D. N.D.

3 N.D. N.D. N.D. N.D. N.D. N.D.

4 N.D. N.D. N.D. N.D. N.D. N.D.

5 N.D. N.D. N.D. N.D. N.D. N.D.

6 N.D. N.D. N.D. N.D. N.D. N.D.

7 N.D. N.D. N.D. N.D. N.D. N.D.

8 N.D. N.D. N.D. N.D. N.D. N.D.

9 N.D. N.D. N.D. N.D. N.D. N.D.

10 N.D. N.D. N.D. N.D. N.D. N.D.

11 N.D. N.D. N.D. N.D. N.D. N.D.

12 N.D. N.D. N.D. N.D. N.D. N.D.

13 N.D. N.D. N.D. N.D. N.D. N.D.

14 N.D. N.D. N.D. N.D. N.D. N.D.

15 N.D. N.D. N.D. N.D. N.D. N.D.

16 N.D. N.D. N.D. N.D. N.D. N.D.

17 N.D. N.D. N.D. N.D. N.D. N.D.

18 N.D. N.D. N.D. N.D. N.D. N.D.

Note:
(1) N.D. = Not detected (<MDL) (2) ppm = mg/kg (3) N.A. = Not Analyzed
(4) Negative = the concentration of Hexavalent Chromium extracted from 50cm2 sample is less than the detection
limit.
Remark: Lead in electronic components, which are exempted from (RoHS) the requirements.
Disclaimer:
 The integration report is not equivalent to the test report.
 LCS does not shoulder responsibility for the authenticity of all the test data listed in integration report, which are

submitted by the applicants.
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 The applicants are responsible for all legal obligation caused by the inaccuracy and invalidity of the original report.
 If this disclaimer contradicts any other terms and conditions of LCS, this disclaimer will prevail.

3. PHOTOGRAPHS OF TEST SAMPLE
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LCS authenticate the photo on original report only
End of Report
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